
Technical tables
Effect of alloy elements to steel properties
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Si ↑ ↑ ↑↑ ↓ ~ ↓ ↑↑↑ ↑ ↓ ↓ ↓↓↓ ↓ ↓ ↓ U

Mn* ↑ ↑ ↑ ~ ~ ~ ↑ ~ ↓ ~ ↓↓ ↑ ↓ ~ U

Mn** ↓↓↓ ↑ ↓ ↓↓↓ ~ U U U ↓↓ U U ↓↓↓ ↓↓↓ ↓↓ U

Cr ↑↑ ↑↑ ↑↑ ↓ ↓ ↓ ↑ ↑ ↓↓↓ ↑↑ ↑ ↓   ↓↓↓ ↓↓↓

Ni* ↑ ↑ ↑ ~ ~ ~ U ↑ ↓↓ U ↓↓ ↓ ↓ ↓ U

Ni** ↓↓ ↑ ↓ ↑↑↑ ↑↑ ↑↑↑   ↑↑↑ ↓↓     ↓↓↓ ↓↓↓ ↓↓ ↑↑

Al U U U U ↓ ↓ U U U U U ↓↓ U ↓↓ U

W ↑ ↑ ↑ ↓ ↓ U U ↑↑↑ ↓↓ ↑↑ ↑↑↑ ↓↓ ↓↓ ↓↓ U

V ↑ ↑ ↑ ~ ~ ↑ ↑ ↑↑ ↓ ↑↑↑↑ ↑↑ ↑ U ↓ ↑

Co ↑ ↑ ↑ ↓ ↓ ↓ U ↑↑ ↑↑ U ↑↑↑ ↓ ~ ↓ U

Mo ↑ ↑ ↑ ↓ ↓ ↑ U ↑↑ ↓↓ ↑↑↑ ↑↑ ↓ ↓ ↑↑ U

S U U U ↓ ↓ ↓ U U U U U ↓↓↓ ↑↑↑ U ↓

P ↑ ↑ ↑ ↓ ↓ ↓↓↓ U U U U U ↓↓↓ ↓↓↓ ↓↓ ↑↑

* -   Perlitic steels
** -  Austenitic steels
U = Unknown/Unimportant
↑ = Increases
↓ = Decreases
~  = Unchangeable
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